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- SOIL BORING LOG ssmotgnn SOIL BORING LOG
Date _ 01/15/10 Date _ 01/20/10
TE
ROUTE FAI270/ILRte 3 DESCRIPTION Mast Arm LOGGED BY _SCI/BCR Rou FAI270 /L Rte 3 DESCRIPTION Mast Arm LOGGED BY _SCIBCR
SECTION 60-2RS-3 LOCATION _Granite City, $1/2, SEC. 28, TWP. 4N, RNG. 9W ‘ SECTION 60-2RS-3 LOCATION _Granite City, S1/2, SEC. 29, TWP. 4N, RNG. 9W
COUNTY Madison DRILLING METHOD CME 75 w/HSA HAMMER TYPE Automatic COUNTY Madison __ DRILLING METHOD CME 75 w/HSA HAMMER TYPE Automatic
STRUCT. NO. D| B | U | M | surface Water Elev. ot STRUCT. NO. D| B | U | M | suface WaterElev. ___ ft
Station El L c o Stream Bed Elev. ft : Station El L c o Stream Bed Elev. ft
P| O S 1 : P| O S ]
BORING NO. B-SP3 T w S | Groundwater Elev.: f BORING NO. B-SP4 T W S | Groundwater Elev.:
Station 1352+45 H| S | Qu| T || FirstEncounter 4101 ft ¥ ‘ Station 1353+03 H| S8 Q| T | FistEncounter 406.5 ft ¥
: Offset 50.0ftL " Upon Completion - ft Offset 75.0ftR " Upon Completion - ft
Ground Surface Elev. 4181 ft |(ft)| (8") | (tsf) | (%) || After -  Hrs. - ft Ground Surface Elev. 4145 @ |(f)] (6") | (tsf) | (%) | After _ - Hrs. - ft
ASPHALT - 12 inches [CLAY: Brown
4174 | . (A7) N
[FILL: Gray, sityclay B R
(A-T) 3 |18 33 3 | 13| 32
Hydrometer and sieve analysis 6 B 1 3 p
conducted on sample from 1to0 2.5 415
oot N
CLAY: Gray
(AT) 13 : 1
1 5 23] 26 | 3 |17 39
5 7 B 5| 4 |SM5
b e 4126 OO 409.0.
SILTY CLAY: Brown, trace sand SILTY CLAY: Brown and gray
(A-6) 12 : (A-6) _[WH
|1 2|06 32 2 |<0.25| 35
3 B 2 P
___________________ 4101 Y| b 065 Y
SAND: Brown, fine, some silt - ! SAND: Brown, fine
(A-2) 3 (A-3) 1
1 : ] 4
40, 2 0] 3
____________________ 4076 ]
SILT: Brown, some sand |
(A-4) ) . —[WH 1
Hydrometer and sieve analysis WH 1<0.25| 34 : Some silt 3
conducted on sample from 11 to B P ; — 5
12.5 feet
__________________ 405.1 —
CLAY: Gray and brown i
(A7) WH Fine to medium WH
___________________ 403.9° 3 1<0.25 35 . Hydrometer and sieve analysis 1 1
SAND: Brown, fine =5 | p conducted on sample from 13.5 to =y
(A-3) A5 : 15 feet =15
3 12
16 4
5 7
3 )
| 5 4
398.1 20| 11 : 3945 20 4
Boring terminated at 20.0 ft. : Boring terminated at 20.0 ft.
The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer) ] The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
AASHTO Classifications are based on visual classifications unless otherwise noted BBS, form 137 (Rev. 8-99) i AASHTO Classifications are based on visual classifications unless otherwise noted BBS, form 137 (Rev. 8-99)
FILE NAME = USER NAME = sdonahue DESIGNED - REVISED -~ ] & TRAFFIC SIGNAL DETA"..S T?]AEI SECTION COUNTY STi?E']l’»:qLS SI-’\Il%I?T
1\BIAEEIONIIPEEI\Cad\ T\ _Plons\D61.D874087-Sht-TS-BLog.dgn DRAWN - REVISED - STATE OF ILLINOIS hg%l\ilk IL 3 AT PROPOSED RAMP PSLT 270 60-2RS-3 MADISON 231 78
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